
病 毒 学 报
（BINGDU XUEBAO）
1985 年 3 月 创 刊

2022年4月28日
第51卷 第4期 (总第XXX期)

ARTICLE

Ti-2Al-2.5Zr单道次皮尔格轧制过程中显微组织和织构的演化

………………………………………………………………………………………………吴军，王理，刘肖 等 (1151)
粉末冶金高性能双态组织钛合金的制备

……………………………………………………………………………………………芦博昕，杨芳，周洋 等 (1157)
不同方法制备的AgSnO2TiB2电接触材料的微观结构和电弧侵蚀行为

…………………………………………………………………………………………刘彦峰，王献辉，何旋 等 (1171)
变极性频率对铝合金变极性等离子弧穿孔立焊熔池稳定性的影响机理

………………………………………………………………………………………郎瑞卿，韩永全，白雪宇 等 (1182)
7A85铝合金时效处理过程中位错密度演变的定量研究

…………………………………………………………………………………………胡建良，赵子寒，薄宏 等 (1187)
WC-17Co粉末密度对涂层力学性能及残余应力的影响

……………………………………………………………………………………………刘延宽，杨斯楠，王志平 (1194)
铜合金表面过渡层厚度对Cr-DLC薄膜残余应力和结合性能的影响

…………………………………………………………………………………………李振东，詹华，徐天杨 等 (1202)
第一性原理研究合金元素对3C-SiC/Mg界面的影响

…………………………………………………………………………………………吕昭，尧军平，唐锦旗 等 (1210)
平面流铸工艺中冷却辊流场和传热三维稳态模拟

…………………………………………………………………………………………陈莉，李育洛，沈宁宁 等 (1217)
圆柱平压头压电陶瓷压痕过程中接触应力和电场的奇异性

……………………………………………………………………………………………………陈文科，靳伍银 (1225)
温度/超声复合能场对2195铝锂合金弯曲性能的影响

……………………………………………………………………………………………高铁军，王旭，杨踊 等 (1230)
性能优异的SrO改性Pd-Rh双金属催化剂的制备

……………………………………………………………………………………………兰丽，向军淮，黄隆 等 (1238)
LaAl添加对放电等离子烧结LaFeSi磁体微观结构和磁热效应的影响

…………………………………………………………………………………………符小坤，舒嵘，侯育花 等 (1244)
NH4HF2氟化Al2O3制备无水AlF3研究

………………………………………………………………………………………李成硕，孟君晟，陈明宣 等 (1252)
REVIEW

化学法合成Nd-Fe-B纳米粒子的研究进展—微结构与磁性能

………………………………………………………………………………………孟庆宇，尤俊华，周继凤 等 (1262)
Gasar多孔合金研究进展

…………………………………………………………………………………………金青林，王彬，李再久 等 (1269)
SiC颗粒增强铝基复合材料的制备技术及性能研究进展

………………………………………………………………………………………王运雷，任莉平，杨方洲 等 (1282)

目 次



CHINESE JOURNAL
OF VIROLOGY
（Chin J Virol）
Established in March 1985

April 28，2022
Vol.51 No.4 (Serial No. XXX),

ARTICLE

Evolution of Microstructure and Microtexture in Ti-2Al-2.5Zr During One Pass Cold Pilgering
………………………………………………………………………………………Wu Jun,Wang Li,Liu Xiao et al 1145

Preparation of Powder Metallurgy Titanium Alloy with Bimodal Structure of High Mechanical Properties
…………………………………………………………………………………Lu Boxin,Yang Fang,Zhou Yang et al 1152
Crystallographic Behavior of Deformed Grains in Cold-Rolled HCP Alloy (CP-Ti) Using Experiment and Simulation by
Reaction Stress Model冷轧HCP结构合金(CP-Ti)中变形晶粒的晶体学行为中：反应应力模型的实验与模拟张

宁 1，孟 利 1，张 杏 2，张文康 3，钟 声 4，毛卫民 2

…………………………………………………………………………………Zhang Ning,Meng Li,Zhang Xing et al 1158
Microstructure and Arc Erosion Behavior of AgSnO2TiB2 Contact Material Prepared by Different Methods
……………………………………………………………………………Liu Yanfeng,Wang Xianhui,He Xuan et al 1164
Impacting Mechanism of Variable Polarity Frequency on Weld Pool Stability in Variable Polarity Plasma Arc Keyhole
Vertical Welding of Aluminum Alloy
…………………………………………………………………………Lang Ruiqing,Han Yongquan,Bai Xueyu et al 1172
Quantitative Study of Dislocation Density Evolution of 7A85 Aluminum Alloy During the Aging Treatment Process

………………………………………………………………………………Hu Jianliang,Zhao Zihan,Bo Hong et al 1183
Effect of WC-17Co Powder Density on Coating Mechanical Properties and Residual Stress
………………………………………………………………………………Liu Yankuan,Yang Sinan,Wang Zhiping 1188
Influence of Cr Interlayer Thickness on Residual Stress and Adhesion of Cr-DLC Multilayer Structure Films

……………………………………………………………………………Li Zhendong,Zhan Hua,Xu Tianyang et al 1195
First-Principles Study on Effect of Alloying Elements on 3C-SiC/Mg Interface
…………………………………………………………………………………Lv Zhao,Yao Junping,Tang Jinqi et al 1203
3-D Steady Time-Independent Simulation on the Fluid Flow Field and Heat Transfer of Cooling Roller During Planar
Flow Casting Process
…………………………………………………………………………………Chen Li,Li Yuluo,Shen Ningning et al 1211
Singularities of Contact Stress and Electric Field During Indentation of Piezoelectric Ceramics by Cylindrical, Flat
Indenter

………………………………………………………………………………………………Chen Wenke,Jin Wuyin 1218
Effect of Compound Energy-Field with Temperature and Ultrasonic Vibration on Bending Properties of 2195 Al-Li Alloy
…………………………………………………………………………………Gao Tiejun,Wang Xu,Yang Yong et al 1226
Synthesis of Sr-modified Pd-Rh Bimetallic Catalyst with Advanced Three-Way Catalytic Performance
………………………………………………………………………………Lan Li,Xiang Junhuai,Huang Long et al 1231
Microstructure and Magnetocaloric Effect of Spark Plasma Sintered LaFeSi Magnets with LaAl Addition
………………………………………………………………………………Fu Xiaokun,Shu Rong,Hou Yuhua et al 1239
Fabrication of Anhydrous AlF3 by Fluorination of Al2O3 Using NH4HF2

…………………………………………………………………Li Chengshuo,Meng Junsheng,Chen Mingxuan et al 1245
REVIEW

CONTENTS



Review on Chemical Synthesis of Nd-Fe-B Magnetic Nanoparticles: Microstructure and Magnetic Properties
……………………………………………………………………………Meng Qingyu,You Junhua,Zhou Jifeng et al 1253
Review on Fabrication of Gasar Porous Alloys

…………………………………………………………………………………Jin Qinglin,Wang Bin,Li Zaijiu et al 1263
Research Progress on Fabrication Technology and Proper-ties of SiC Particle-Reinforced Aluminum Matrix Composites

………………………………………………………………………Wang Yunlei,Ren Liping,Yang Fangzhou et al 1270




